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CONG TY CO PHAN TAP DOAN SECCO HCSP 

518 TO NGOC VAN, P. TAM PHU, QUAN THU DUC, TP. HO CHI MINH, VIET NAM 
 
The following sample(s) was/were submitted and identified by the client as: 
 

SGS Job No. : VNHL2009017576HG 

Sample Description  : “GOI CHONG AM SECCO” (POWDER SECCO DESICCANT)  

Color  : “TRANG” 

Country of Origin  : VIETNAM 

Buyer  : CONG TY CO PHAN TAP DOAN SECCO HCSP 

Sample Receiving Date : SEPTEMBER 01, 2020 

Final Confirmed Date : SEPTEMBER 01, 2020 

Testing Period : SEPTEMBER 01, 2020 TO OCTOBER 09, 2020 

Test Performed : SELECTED TEST(S) AS REQUESTED BY APPLICANT 

Test Results : PLEASE REFER TO NEXT PAGES 

 
Signed for and on behalf of 
SGS Vietnam LTD 

 
__________________________ 
Ung Thanh Van 
Hardline Lab Manager 
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Test result: 
 

Sample Description: 
 

No. Component Material Color 

1 
“GOI CHONG AM SECCO” (POWDER SECCO 
DESICCANT) – DESICCANT PACK (NOT CUT) 

DESICCANT PACK (NOT CUT) “TRANG” 

 

Client’s Requirements: 

 

Test Items Test Method Requirement Results 

Water 
absorption 

Client’ Request 

_ Get 1 pack of desiccant. 
_ Put the sample into 500C, 90%rH, in 30days. 

After each 24 hours, take sample out to record photo, 
record if there is water condensation on the pack or not. 

See Table 1 
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Table 1: 
 

Date Weight (g) Temperature (oC) Humid (%) Water absorption (%) 

0 24.6165 50 90 0 

1 61.2345 50 90 148.75 

2 75.9778 50 90 208.65 

3 82.0458 50 90 233.30 

4 85.1443 50 90 245.88 

5 88.4324 50 90 259.24 

6 90.5452 50 90 267.82 

7 92.0770 50 90 274.05 

8 93.5216 50 90 279.91 

9 94.3383 50 90 283.23 

10 95.0065 50 90 285.95 

11 98.5454 50 90 300.32 

12 98.7211 50 90 301.04 

13 100.0423 50 90 306.40 

14 101.6636 50 90 312.99 

15 102.9822 50 90 318.35 

16 103.0038 50 90 318.43 

17 103.2710 50 90 319.52 

18 103.3945 50 90 320.02 

19 103.4562 50 90 320.27 

20 103.5905 50 90 320.82 

21 103.8921 50 90 322.04 

22 103.9508 50 90 322.28 

23 104.0758 50 90 322.79 

24 105.0047 50 90 326.56 

25 105.2320 50 90 327.49 

26 105.7713 50 90 329.68 

27 106.2219 50 90 331.51 

28 106.8723 50 90 334.15 

29 107.9430 50 90 338.50 

30 108.6630 50 90 341.42 
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Summary: 

 

Component Before testing (g) After testing (g) 
Water absorbed 

(g) 
Water absorbed 

(%) 

DESICCANT PACK 24.6165 108.663 84.0465 341.42 

 

Abbreviation:  g =gram 

  % = Percentage 

 
Remark: This test was performed by SGS Vietnam’s Hardline lab 
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PHOTO OF SUBMITTED SAMPLE FOR TESTING 
 

BEFORE TEST 

  
 

AFTER TEST 

 
  

REPORT RESULTS REFER TO SUBMITTED SAMPLE (S) ONLY 

*** End of Report *** 
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